
Substrate consists 
of  plastic optical 
fibers
mounted with 
Kapton tape to 
an aluminum 
plate.

Resistive
evaporation 
system's 
copper 
feedthroughs to 
DC power supply

Evaporation source 
is a covered 
molybdenum boat 
containing TPB

TPB powder 
build up after 
multiple coatings

Thickness/Rate 
control  monitor 
     is a quartz 
crystal oscillator


